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a b s t r a c t

The thermal diffusivity of RVO3 single crystals (R ¼ Ce, Pr, Nd, Sm, Gd, and Er) has been measured with an
ac photopyroelectric calorimetry in the region in which the G-type orbital ordering and C-type spin
ordering take place. Detailed measurements in the close neighbourhood of the spin ordering tempera-
ture have allowed to extract the critical parameter a and the critical ratio Aþ/A� for this transition. While
the samples containing Ce, Nd, Sm and Er belong to the 3D-XY universality class (showing that the spins
have an easy plane anisotropy), the sample with Gd, which is known to present a clear easy axis, belongs
to the 3D-Ising class. Finally, PrVO3 shows an effective isotropic behavior, as the critical parameters found
agree with the 3D-Heisenberg class.

© 2017 Elsevier B.V. All rights reserved.
1. Introduction

RVO3 family of vanadium oxides (R being a rare earth ion from La
to Lu and Y) has been extensively studied along the last twenty
years because of the very interesting magnetic and electronic
properties they present due to spin-charge-orbital coupling.
Everything started with the study of anomalous diamagnetism in
LaVO3 [1] followed by the discovery of a magnetization reversal
phenomena in several compounds of the family [2e4] and themore
recent finding of multiferroic properties [5]. A wide variety of
studies on the crystallographic and magnetic properties have been
developed for samples with different rare earth ions showing the
similarities and, specially, the variety of the interactions and their
couplings depending on the particular ion.

These orthovanadates have in common with manganites that
they are both correlated electron systems, experiencing a Jahn-
Teller interaction which is weaker in the first group (the orbital-
active electrons belong to the t2g orbital in this case while in
manganites it is eg). The relationship among spin, orbital and lattice
degrees of freedom is more subtle and complex in the vanadates
[6,7]. All members of the series RVO3 crystallize in the Pbnm space
.
tronomy, University College
group at room temperature and experience, on lowering the tem-
perature, first an orbital ordering transition together with a lattice
distorsion induced by the collective Jahn-Teller coupling (which
leads to a monoclinic phase) and, below, a spin-ordering one, both
of them continuous, with the exception of LaVO3 where the spin
ordering precedes the orbital ordering and for which the latter has
a first order character [4,8,9]. A particular case is CeVO3, where,
depending on the particular crystal used for the study, both situa-
tions can appear [8e11]. Different studies have made it clear that
the orbital ordering is of the G-typewhile the spin ordering is of the
C-type, which means that the V3þ spins are antiferromagnetically
ordered in the ab plane while ferromagnetically aligned along the c
axis. From DyVO3 to LuVO3 there is still another transition at a
much lower temperature which is a concomitant orbital and spin
ordering transition, with a first order character. The new spin
ordering is now G-type with an antiferromagnetic coupling be-
tween the V3þ spins in all directions while the new orbital ordering
is C-type [9,12,13].

Besides the general picture presented above for all RVO3, more
detailed studies have been undertaken for particular members of
the family, showing that there are important differences in the
details among them, starting with the position of the different
transitions, which is clearly shown in Fig. 1 from Ref. [9]. In
particular, the temperature of the first spin ordering transition is
reduced as the atomic radius of the rare earth ion is decreased,
possibly due to the increase of the exchange interaction, while the
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Fig. 1. Thermal diffusivity as a function of temperature for RVO3 (R ¼ Ce, Pr, Nd, Sm, Gd, and Er) showing the orbital ordering transition at TOO and the spin ordering one at TSO.
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higher orbital ordering transition temperature reaches a maximum
for an intermediate value of that radius, which has been suggested
to be due to the competition between the increase of the orbital
exchange interaction and the suppression of the Jahn-Teller insta-
bility [15]. Other differences arise in the particular direction in
which the V3þ spins are placed within the C-type spin ordered
phase, which has not been studied for all ions yet. Literature results
point to differences between the two big groups (La to Tb, Dy to Lu)
[16], some cantings have been proposed [12,17e19] and in some
cases particular easy axes have been found for SmVO3 [20] or
GdVO3 [21], while PrVO3 has been found to behave as a disordered
antiferromagnet with random fields [22].

The aim of this work is to shed some light on this last issue: how
spins are displayed in the C-type spin ordered state of RVO3 (R¼ Ce,
Pr, Nd, Sm, Gd, Er). An interesting support can be brought from the
critical behavior theory and the universality classes theorized
within the framework of renormalization group theory. In the
critical region around a second order magnetic transition, several
physical magnitudes behave critically after the following equations,
where t is a reduced temperature t¼ (T-TC)/TC and TC the temper-
ature of the transition [23]:

-specific heat cp(T) ~ A± jtj�a (A� for T < TC, Aþ for T > TC), (1)

-spontaneous magnetization MS(T) ~ jtjb (T < TC), (2)

-inverse of initial susceptibility c0
�1(T) ~ jtjg (T > TC), (3)

just to cite some of them. Different sets of values of the exponents
(a, b, g) correspond to different models (universality classes) which
have been theoretically developed after a certain expression of the
Hamiltonian describing the physical system. Table 1 contains the
most relevant universality classes for magnetic systems, for which
the values of the exponents have been found by different methods



Table 1
Main universality classes for magnetic systems [24e27].

Universality class a b g Aþ/A-

Mean-field Model 0 0.5 1.0 e

3D-Ising 0.11 0.3265 1.237 0.53
3D-XY �0.014 0.34 1.30 1.06
3D-Heisenberg �0.115 0.365 1.386 1.52

A. Oleaga et al. / Journal of Alloys and Compounds 703 (2017) 210e215212
[24e27]. The mean field model is equivalent to the classical Landau
model and is based on long-range interactions. The other three
models describe the (anti)ferromagnetic phenomena on the basis
of short range interactions among the spins: the Heisenberg model
corresponds to an isotropic (anti)ferromagnetic material, XY model
is of application when there is an easy plane for the magnetization
and the Ising model is applicable when there is a uniaxial anisot-
ropy. As can be seen from Table 1, in the case of the short range
models, the specific heat is the physical magnitude with which the
discrimination amongmodels is more precise as the values of b and
g (extracted from magnetic measurements) are too similar for the
different classes. Thus, the purpose of this work is to study the
thermal properties of RVO3 in the vicinity of the C-type spin
ordering transition, extract the critical parameters a and Aþ/A-,
identify the universality class to which they belong and discuss the
corresponding physical interpretation about the orientation of the
spins.
Fig. 2. Magnetization as a function of temperature for CeVO3 measured in a field-
cooled state using a magnetic field of 100 Oe.
2. Samples and experimental techniques

Single crystals of RVO3 (R ¼ Ce, Pr, Nd, Sm, Gd, and Er) were
prepared and checked following the procedure that is thoroughly
explained in Ref. [4]. Slabs of plane parallel faces were then pre-
pared with thicknesses ranging between 500 and 535 mm for our
measurements. The critical parameters related to specific heat can
also be found from some other magnitudes which have the same
critical behavior in the vicinity of the critical temperature. One of
them is the inverse of thermal diffusivity D, related to specific heat
by

cp ¼ K
rD

(4)

(K stands for thermal conductivity and r for density) provided that
thermal conductivity does not present any singularity at the tran-
sition, which is the case, as will be justified later. What will be
measured, then, is the through-thickness thermal diffusivity in all
samples for this study.

In order to perform a high resolution temperature sweep of
thermal diffusivity in the region of interest for each RVO3, a com-
bination of an ac photopyroelectric technique in the back-detection
configurationwith LiTaO3 as a sensor and a closed cycle He cryostat
has been employed. The detailed methodology of the measure-
ments performed can be found in Ref. [28] and references therein.
The temperature rates used for the measurements have been
chosen between the extreme ranges of 80 and 10 mK/min
depending on the absence or presence of a phase transition and the
need to check its first or second order character. Low rates have
been needed to ensure there was no hysteresis in particular phase
transitions. The experimental curves shown in all graphs are the
ones obtained experimentally, without any fitting or treatment. In
the continuous runs, the relative resolution of the points is
±0.0001 mm2/s in D and ±0.001 K in T, retrieving the precise shape
of the thermal diffusivity as a function of temperature, especially
around the phase transition point.

In the particular case of CeVO3, magnetization measurements
have been carried out in a MPMS3 VSM-SQUID by Quantum Design
in order to elucidate which of the two transitions found is the
magnetic one, as there is some controversy in literature and it
might depend on the particular stoichiometry of the sample or
valence state of the Ce ions [7,11].
3. Experimental results

Fig. 1 shows the thermal diffusivity of the six samples studied in
the temperature region of interest (100e230K) where the two
transitions for each sample are present as dips superimposed on
the monotonous evolution of thermal diffusivity with temperature.
It is perfectly settled in literature [9] that for R ¼ Pr, Nd, Sm, Gd and
Er the highest temperature transition belongs to the orbital order
type while the lowest one corresponds to the ordering of the spins
of the V3þ ions. As pointed out in the introduction, in the case of Ce
some authors have attributed the same type of transitions, some
others the opposite one. The relative position of our critical tem-
peratures resembles very much those of [11], where the authors
showed that the lowest one is a spin-ordering transition while the
higher one is not. In order to be sure about it we have performed
magnetization measurements (see Fig. 2) where it is clear that the
spin ordering takes place only at the lowest transition.

Concerning the general shape of the curves shown in Fig. 1, they
present a typical behavior of thermally insulating materials, where
phonons are mainly responsible for heat conduction and the
phonon mean free path is small at high temperatures. As the
temperature is lowered from room temperature, there is a
monotonous and very slow increase in thermal diffusivity, which is
nearly constant till the orbital ordering takes place, which is
manifested as a dip at the transition (as it happens for instance in
manganites [29]). Concerning the character of these transitions, we
have checked that in all six cases they are second order as no
hysteresis is found when using low temperature rates, the curves
perfectly superimpose on heating and cooling cycles. Going to
lower temperatures, in all cases there is a quicker increase in the
thermal diffusivity curve, due to the fact that the phononmean free
path starts to increase but the presence of the spin ordering tran-
sition interrupts this increase. The magnetic transition is signaled
as a strong dip, whose sharpness depends on the presence of one or
other rare earth ion. This kind of dips is customarily found in
magnetic transitions [30e33]. Again, we have carefully checked the
character of the transitions using low temperature rates, finding a
complete superposition of the curves in heating and cooling runs,
confirming that they are all continuous. From then on, thermal
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diffusivity quickly increases as temperature keeps on being low-
ered due to the fast increase in phonon mean free paths.

One small additional comment about the character of the spin
ordering transition in CeVO3. In literature, it is said to be first order
[8,9] but this is in the cases in which the orbital ordering transition
appears below the spin ordering, as it happens with LaVO3 [9].
Goodenough et al. [12] have argued why when the orbital ordering
transition is above the spin ordering, both transitions are second
order. They affirm that a first-order transition at the N�eel temper-
ature TN is usually found where the spin order is coupled to a
cooperative orbital ordering at TOO, for which TN must be very close
to TOO. In our case, the separation seems to be enough to behave as
the rest of the RVO3 samples.
4. Critical behavior: fittings and discussion

As explained in the introduction, the critical behavior theory
assess that, at a second order phase transition, specific heat fulfills
Eq. (1). From Eq. (4) it follows that the specific heat and the inverse
of thermal diffusivity will have the same critical behavior provided
that the thermal conductivity does not present any singularity at
the phase transition, which is the case in this family, as shown in
Ref. [7]. This implies that we can use the curves shown in Fig. 1 to
extract information about the universality class to which the spin
ordering transitions might belong and thus obtain more informa-
tion about the ordering of those spins.

In particular, the equation that we are going to use to fit the
inverse of the thermal diffusivity data presented in Fig. 1 will be the
well known [32,34,35].

1
D
¼ Bþ Ct þ A±jtj�a

�
1þ E±jtj0:5

�
(5)

where t is the reduced temperature, superscripts þ and e stand for
T > TC and T < TC respectively. The linear term represents the regular
contribution to the inverse of the thermal diffusivity, while the last
term represents the anomalous contribution at the second order
phase transition; the term in parenthesis is a small correction term
introduced based on experiments and theory [36,37] but which is
not always necessary. Scaling laws require that there is a unique
Fig. 3. Above: Inverse of thermal diffusivity as a function of the reduced temperature in t
correspond to the experimental values while the continuous lines are the fit to Eq. (5). Be
percentage). Crosses are for data above TN, dots for data below TN.
critical exponent a for both branches and rigorous application
states that constant B needs also be the same. The experimental
data were simultaneously fitted for T > TC and T < TC with a non-
linear least square routine using a Levenberg-Marquardt method.
The details of the fitting procedure can be found in Refs. [34,35].

Figs. 3 and 4 show the experimental curves, the fitted curves to
Eq. (5), as well as the deviation curves, which show the difference
between the experimental points and the fitted curves, in per-
centage. Table 2 contains the critical parameters obtained from the
fittings for the six samples, together with the fitted range and the
root mean square value. Comparing the critical parameters ob-
tained from this analysis, four of the samples belong to the 3D-XY
universality class (those with Ce, Nd, Sm and Er) while the onewith
Pr belongs to the Heisenberg class and with Gd is very close to the
Ising class, revealing the different magnetic properties of RVO3
containing a different rare earth ion.

If we simply take into account the C-type magnetic ordering
which, as a rule, is assumed for the spin ordering transition above
100K in RVO3, the spins are antiferromagnetically aligned on the ab
plane while these planes are ferromagnetically aligned along the c-
axis. Hence, the only possible universality classes would be 3D-XY
(easy plane magnetization) or 3D-Ising (if there were an easy axis
on the ab plane). Any significant canting or the presence of coupling
effects would deviate the critical parameters from the theoretical
values as manifested in other magnetic transitions [33,35]. Four of
the samples (R ¼ Ce, Nd, Sm and Er) agree with the easy plane
description, giving critical exponents very close to the theoretical
ones for the 3D-XYplane (atheor¼�0.014, Aþ/A-

theor¼ 1.06), within
a range�0.014 to�0.018,1.02 to 1.08 (see Table 2). In all cases these
were the best fittings and the possibility of finding better fittings
for other models (such as 3D-Heisenberg, 3D-Ising or Mean Field
universality classes) was checked and discarded. These results in
CeVO3 are in agreement with the magnetic structure study devel-
oped by Reehuis et al. [11]. On the other hand, Nguyen et al. [38]
suggested for this material a spin-canted ferromagnetic compo-
nent superimposed to the antiferromagnetic ordering, which is not
revealed in our study. But then, that sample was a polycrystal
where the orbital ordering transition was below the spin ordering
transition, so the comparisons are not direct.

Turning our attention to NdVO3, a neutron diffraction performed
he near vicinity of the critical temperature for CeVO3, PrVO3, and NdVO3. The points
low: Deviation curves (difference between the experimental and the fitted valued, in



Fig. 4. Above: Inverse of thermal diffusivity as a function of the reduced temperature in the near vicinity of the critical temperature for SmVO3, GdVO3, and ErVO3. The points
correspond to the experimental values while the continuous lines are the fit to Eq. (5). Below: Deviation curves (difference between the experimental and the fitted valued, in
percentage). Crosses are for data above TN, dots for data below TN.

Table 2
Critical parameters, fitting ranges, quality of the fittings (given by the root mean square value) and universality class to which the samples are attributed.

R ion a Aþ/A- tmin-tmax T < TN tmin-tmax T > TN R2 Universality Class

Ce �0.018 ± 0.011 1.02 6.3 � 10�2-8.3 � 10�3 4.3 � 10�3-5.6 � 10�2 0.99734 3D-XY
Pr �0.11 ± 0.01 1.48 6.7 � 10�2-1.4 � 10�2 2.0 � 10�3-6.6 � 10�2 0.99811 3D-Heisenberg
Nd �0.017 ± 0.002 1.05 6.4 � 10�2-1.2 � 10�2 2.8 � 10�3-6.2 � 10�2 0.99670 3D-XY
Sm �0.016 ± 0.002 1.06 4.4 � 10�2-4.7 � 10�3 3.5 � 10�4-4.4 � 10�2 0.99370 3D-XY
Gd 0.07 ± 0.01 0.70 4.1 � 10�2-2.3 � 10�3 1.6 � 10�4-3.3 � 10�2 0.99753 Close to 3D-Ising
Er �0.014 ± 0.006 1.08 4.9 � 10�2-3.6 � 10�3 9 � 10�5-4.8 � 10�2 0.99761 3D-XY
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in Ref. [14] showed that the magnetic moments order on the ab
plane without any canting, which is compatible with the 3D-XY
result obtained here. In the case of SmVO3, there is a very inter-
esting work where the magnetic susceptibility along the different
axis has been measured [20] with the result that the a-axis is an
easy axis, while for b the susceptibility is intermediate and c is the
hard axis. We have specially checked the pertinence of an Ising-
model in the fitting of our experimental curve but no fitting
could be found for that universality class, the 3D-XY was the only
one found. This would mean that the difference in magnetization
along a and b axis is not too strong. Lastly, in the case of ErVO3, in
thework performed on its magnetic structure by Reehuis et al. [39],
they found that in the C-type magnetic structure, the spins were
indeed on the ab plane, in agreement with our results.

But there are other two samples where the fitted results do not
agree with the 3D-XY universality class. In the case of PrVO3 they
unambiguously correspond to the 3D-Heisenberg model (the ob-
tained parameters are the theoretical ones with very small errors
and very good deviation curves), which is incompatible with the
assumed common spin ordering in RVO3. But the magnetic prop-
erties of this particular member of the family have already been
found to be very special when single crystals (as is our case) and not
polycrystalline samples are studied [22]. The author in that work
proposes that PrVO3 should be considered a disorder antiferro-
magnet with an effective random field, whose origin might be an
orbital quantum fluctuation. There is no theorized universality class
for magnetic transitions with these effects sowe have not been able
to check other models than the common ones. Our conclusion is
that the Heisenbergmodel is an “effective” universality class, which
means that the magnetic properties might be somewhat equivalent
to an isotropic antiferromagnet.

In the last case, GdVO3, the critical parameters obtained point to
the 3D-Ising model (atheor ¼þ0.11, afitted ¼þ0.07, Aþ/A-

theor ¼ 0.53,
Aþ/A-

fitted ¼ 0.70), which would indicate the presence of an easy
axis. A complete work on the magnetic properties of this material
[21] has showed that it presents magnetic properties whichmake it
quite different from the rest of the series and that, in particular, the
a axis is indeed an easy axis, in agreement with our results.

5. Conclusions

The critical behavior of the spin ordering transition for RVO3
(R ¼ Ce, Pr, Nd, Sm, Gd, and Er) has been studied by means of ac
photopyroelectric calorimetry, measuring with detail the thermal
diffusivity in the close neighbourhood of the critical temperature
and extracting the critical parameter a and the critical ratio Aþ/A�.
The samples containing Ce, Nd, Sm and Er belong to the 3D-XY
universality class, showing that the spins have an easy plane
anisotropy. The sample with Gd belongs to the 3D-Ising class, in
agreement with an easy-axis anisotropy reported in literature.
Finally, the sample with Pr shows an effective isotropic behavior, as
the 3D-Heisenberg class is of application, surely due to the disor-
dered antiferromagnetic properties that it displays.
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